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CONTACT PERSON   : HARSHA DULIP 

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS : 
COLOUR RAL 7035 

SAMPLE DESCRIPTION AXEL HDGA CABLE TRAYS PART NO -783 023 

 SAMPLE RECD ON 17/02/2024 TESTING PERIOD : 17/02/2024 - 17/02/2024 

TEST(S) REQUESTED           DFT TEST 

 COATING THICKNESS  TEST   : 
Test Method :   ASTM D 7091 :  2022 / By DFT Meter. 
Observations  :  

Location Observations 
 (in Micron) 

Specification Conclusion 

Sample Photograph 

1 108 
2 100 
3 111 
4 125 
5 120 
6 101 
7 133 
8 107 
9 101 
10 99.4 

Average 110.5 Micron  80 micron 
min OK 

Note :   Test performed as per the conditions given by the customer. 
    Conclusion reported considering the specifications given by the customer and while concluding  the sample 

 Measurement  uncertainty is not considered.  
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Nilesh P Kusal 
 Authorised Signatory 
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